
 

 

 

 

Monolayer hBN 

hBN Coverage: 100% with sporadic adlayers (see optical image above) 

Bandgap: 5.97 eV 

Grain size: >4 μm 

Raman Peak: 1370 /cm-1 

 

 

 


